



   

Remark:  
1. Test Results are from internal laboratory.  
2. The tolerance  of size, thickness, weight and testing results respectively is  +/-5mm, +/-2mics, 5% +/-10%. 

Property Test Result

Maximum Force 8.1N

Maximum Strength at break 343%

Tensile Strength 253MPa

Yield Force 4.07N

Yield Strength 127Mpa

Yield at break 30.4%

Elongation Strength 238Mpa

Elongation at break 370%
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Item:  Bin liner(T5933, T5934, T5935 and T5936) 

Sizes: 55*65cm, 65*85cm, 50*60cm, 60*85cm  

Thickness: 35 mics and 17mics  

Weight: 23.27g/pc, 35.97g/pc, 9.49g/pc and 16.03g/pc 

Density: 0.9-0.95g/cm3 

Material:  100% recyclable raw material 

Packaging Unit:  

T5933 and T5934:50pcs/roll, 10 rolls/box 

T5935 and T5936: 50pcs/roll, 20 rolls/box
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